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Research

Various aspects of the Laboratory’s 
national security mission depend 

on accurate computer code simula-
tions of high-strain-rate plastic fl ow 
(i.e., nonreversible deformation) under 
conditions of high hydrostatic pressures. 
While progress has been made in recent 
years, especially at the extreme cases of 
pressure and strain rate, there is still an 
uncertainty in understanding the strength 
of materials under conditions of com-
bined high strain rate (104 to 106 s-1) 
and high pressure (1 to 100 GPa). 

Current strength models used in 
simulations include some physically 
based models such as the Mechanical 
Threshold Stress formulation, which has 
over 20 parameters. The uncertainty in 
the values for these parameters as well as 
values for the parameters in other physi-
cally based models is under question due 
to the inherent diffi culties in conducting 
and extracting high-quality experimental 
data in the high-pressure and high-strain-
rate regimes. The experimental studies 
of material strength at these pressure 
and strain rate regimes will further the 
understanding of the underlying physical 
strength mechanisms needed for accurate 
material strength models.

Project Goals
The goals of this project are to 

develop an oblique-impact isentropic-
compression experiment (Fig. 1) to 
measure the strength of materials under 
a condition of combined high strain rate 
(104 to 106 s-1) and high pressure (1 to 
100 GPa). The isentropic compression 
allows for high pressures to be achieved 
over relatively long time frames 
(micro-seconds), and the oblique impact 
allows for a measurement of the strength 
properties under pressure. The strength 
data will then be used to refi ne and en-
hance the current strength models. When 
completed, this work will increase the 
Laboratory’s ability to develop predic-
tive strength models for use in computer 
code simulations.

Relevance to LLNL Mission
Understanding and simulating the 

strength of materials under dynamic 
loading conditions is a major com-
ponent of the Laboratory’s Stockpile 
Stewardship Program and is applicable 
to future National Ignition Facility 
(NIF) experiments. These computer 
code simulations, however, require 
additional experimental data in order to 
develop new models and validate the 
existing codes.

FY2007 Accomplishments and Results
The oblique-impact isentropic-com-

pression experiment requires a keyed 
barrel. The experiments are developed at 
LLNL and tests are performed at Brown 
University. A formal collaboration has 
been established with a three-year con-
tract that is now in place. The fi rst year 

Figure 1. Oblique-impact isentropic-compression experiment. 
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has focused on fi elding the experiment 
at low pressures, which includes sample 
preparation and characterization, simula-
tions of the proposed experiment, and 
results from the initial experiments. 

Sample Preparation and Characteriza-
tion.  The initial sample confi guration is a 
Cu sample with a sapphire window, which 
was chosen due to its close impedance 
match. A fi ne diffraction grating of 1200 
lines/mm, which is used to measure the 
normal and transverse waves, is etched 
into the sapphire windows, and a thin 
layer (~130 nm) of Cu is deposited on 
top of the grating. The Cu sample is 
then attached to the deposited Cu using 
epoxy on the circumference. In order to 
achieve a near isentropic compression, a 
graded density impactor is used. Diffusion 
bonded impactors have been character-
ized to understand the strength and waves 
imparted into the sample. 

Simulations.  We have performed a 
series of simulations (Fig. 2), which shows 
the validity of the proposed experiments. 
The simulation results show that the trans-
verse wave, which is related to the strength 
of the material under pressure, is very 
sensitive to the strength model used. The 

simulations are also used to help guide 
the experiments, such as determining the 
optimal sample and sapphire thickness. 

Experimental Results.  Experiments 
have been performed at Brown Uni-
versity on Cu/sapphire samples. The 
longitudinal and transverse wave results 
are shown in Fig. 3. A couple of key 
features are that the graded density 
impactor causes a ramp in the pressure 
(isentropic compression) which con-
trols the strain rate to ~ 105, and that 
the transverse wave arrives near peak 
pressure. Also, the transverse signal 
measured is much higher than expected, 
signifying that the Cu is stronger than 
the models predict. 
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Figure 2. 3-D hydrodynamics simulation showing the longitudinal wave and the 
sensitivity of the transverse waves to the different strength models.

Figure 3. Experimental data showing the measured longitudinal and transverse waves. 
While there is good agreement between the simulation and experiment in the longitudinal 
wave, the experimental transverse wave is much larger, signifying a material that has 
higher strength than predicted. 

FY2008 Proposed Work
In FY2008, additional low-

pressure experiments and intermedi-
ate pressure experiments (150 to 
300 kbar) on Cu, Ta, and V are 
planned at Brown University. The 
results from the tests will give us the 
necessary data to begin the develop-
ment and refi nement of strength 
models. Based on the results, the 
designs for a 2-in. graded density 
impactor and a soft recovery experi-
ment will be explored. Simulations 
will continue to be conducted to aid in 
the design of the experiments.
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